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Aditya Poly Container Pvt. Ltd.
16, Aai Shree Khodiyar Estate,
B/h. Mahalami Fabrics,
Narol - Isanpur Road, Narol,
Ahmedabad - 382 405

Test Report as per Standard :
As per Part C

Test Report No
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Your Ref. No.
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6762
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sL No 6975Series : E
PLASTICS TESTING GENTRE

TEST CERTIFICATE

PART A
PARTICULARS OF' SAMPLE ST]BMITTED

a) Name of Sample (as stated by party)
b) Grade I variety I type I size / class
c) Declared value, if any
d) Code No.
e) Batch No. and Date of Manufacture
0 Quantity
g) Mode of Packing
h) Date of Receipt
i) Date of Completion
j) Sealed or not

80 Litre Roto Molded Dust Bin
NA
NA
NA
NA
02 No.
Loose
10.03 .2016
06.04.2016
NA
NA

PART B
STJPPLEMENTARY INFORMATION

a) Reference to sampling procedure
b) Supporting documents for the measurement

taken and result derived
c) Deviation from the test method

: Samples Supplied by the Party
: As per Part C

: As per Standard

k) Any other information

as prescribed in relevant work Instructions, if any
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PLASTICS TESTING GENTRE

PART C
TEST RESULTS

Top Diameter (I,xW)

Party's Specification

80 Litre Roto Molded Dust Bin Test Report No .: 6762
Dated: 06.04.2016

Dimension

Test Method Results Obtained

352 x 352
Bottom Diameter (LxW)

296 x 296
Height with Lid (Total)

Capacity Volumetric

Colour
Yellow

Total Weight With Lid

Lid Outer Diameter

Lid Height

Material Identifi cation
Simple Identification

by Braun
(ASrM p1418)

Linear Low
Density poly

Ethyl.ne (LLDPE
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Authorised Signatory

PART I): NIL

I The results related only to the items tested
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